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APPLICANT: TOP-VIEW COILS PRODUCTS CO., LTD DATE: Sep 04, 2008 
 FLAT C, 21/ FLOOR GLEE INDUSTRIAL 

BUILDING , 77-81 CHAI WAN KOK 
STREET ,TSUEN WAN , N.T.H.K 
  

 

 ATTN: LI WEN JUN 
  

 

 
SAMPLE DESCRIPTION: 

ONE (1) SUBMITTED SAMPLE SAID TO BE COILS, INDUCTORS AND TRANSFORMERS.
TESTED COMPONENT: BLACK MAGNET. 

 
 *********************************************************************** 
 
TESTS CONDUCTED: 
 AS REQUESTED BY THE APPLICANT, FOR DETAILS REFER TO ATTACHED PAGE(S) 

********************************************************************** 
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1 PERFLUOROOCTANE SULFONATES (PFOS) CONTENT : 
 

BY SOLVENT EXTRACTION AND FOLLOWED BY LIQUID CHROMATOGRAPHIC – 
MASS SPECTROMETRIC (LC-MS) ANALYSIS. 

 
 RESULT : LESS THAN 1 ppm 

 
 REMARK : ppm = PARTS PER MILLION 

 DETECTION LIMIT = 1 ppm 
 

 DATE SAMPLE RECEIVED : SEP 02, 2008  
 TESTING PERIOD : SEP 02, 2008 TO SEP 03, 2008  

**********************************************************************
END OF REPORT

 
  

 
 


